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Item Purity Specs Sample Qty Lot NO.
e afifz FA% FE & it
¥t (Tellurium) 99.99% Ht ingot 100g 140820
H%.53 Concentration - (% by wt)
Element JL& Test result SLMI{E Element JGE Test result SEI{E
Se <0.0005 Mg <0.0005
Ca <0.0005 Cr <0.0005
Mn <0.0005 Fe 0.0006
Co <0.0005 Ni 0.0009
Cu 0.0006 Zn <0.0005
Ba <0.0005 Cd <0.0005
Pb <0.0005 Al <0.0005
Si <0.0005 Ti <0.0005
Na <0.0005 K <0.0005
As <0.0005 Ag <0.0005

Conclusion of Analysis(#5 36 45 18):

Product’s purity is 99.99% up. 7= 2 EAME T 99.99%.
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